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UNI EN ISO 12947 - 2
500.000 Cicli/Cycles

EN ISO 105 B02 (6-7)
EN ISO 105 X12 (5)

72% Cradura
16% Lana/wool 
12% Red. Lenzing FRTM

437 g/m2

EN 1021-1/2
BS 5852-0/1
IMO Resolution MSC 307 (88) 
Annex 1, Part 8
UNI 9175, Classe UNO I EMME
California TB 117, Class 1


